
Specifying Wall and Ceiling Linings, with respect to Fire Performance

Effective 1st May 2019

Determine the Group Number
required for the area being 

specified

Does the building product 
specified have a AS5637.1 test 

certificate meeting the 
required Group Number?

Request a compliant
certificate or specify an 

alternative product

Does the certificate clearly 
detail the material tested (ie 
specie, product type and glue 

system)?

Does the certificate clearly 
state the test method used?

Will the panel be altered (ie 
perforated or slotted)?

Is there documented and verifiable 
evidence that there is a correlation 

between cone calorimeter results and 
room tests for this particular material?

The specified building product 
is compliant

Does the test certificate show 
that the panel was tested with 

at least the same degree of 
alterations required by the 

project?
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